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Gambar Cetakan Coran menggunakan media pasir cetak
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Gambar Aluminium limbah piston bekas
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Gambar Proses penimbangan bahan
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Gambar sampel setelah di cor
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Gambar Rockwell Hardness Tester Model HR-150A
[image: D:\File Kuliah\TA RIZAL NS\BAHAN LIPI\FOTO\Alat dan bahan\20181102_100905.jpg]
Gambar Alat Uji Tarik HT 2404 kapasitas 100 kN
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